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INSPECTION CERTIFICATE 3.1

MACMOPT U3OENUA 3.1
Denetim Belgesi 3.1

EN 10204

Certificate No

Date of Issue

NTG

| PLASTIiK

Ne Ceptudpukarta 20313 [ata odhopmMneHns 4oKyMeHTa 14/04/2017
Sertifika No Diizenleme Tarihi
Product Code Production Date
TosapHbIit Kog 001 117 2160 0225 Mepvioa MpoussoacTea 04/2017
Uriin Kodu Uretim Tarihi
Product Description EF Coupler Raw Material
HaumeHosanme Tosapa OnektpocsapHas Mydra Coipbe PE100
Urtin Tanimi EF Mangon Hammadde
Diameter Type of PE Material
[nameTp @225 mm Tun Coipba Eltex TUB121
Cap PE Malzeme Tipi
Batch No Raw Material Batch No
Howmep MapTum 1703 Ne MapTum Cobipbsi E1630069
Parti No Hammadde Parti No
Pipe Class / Knacc Tpy6bi / Boru Sinifi: SDR11...SDR17
Test Standard Conditions Results Unit
WcnbiTanne CraHpapT Ycnosus PesynbTartbl Eaunuua nam.
Test Standart Sartlar Sonuglar Birim
Melt Flow Index o
1 Vmnaexc nnaeneHus 1ISO 1133 190°C - 5,0 Kg 0,43 g/10min
Erime Akis indeksi 0,20-0,70
Density 23°C
2 MnoTHocTb 1ISO 1183 > 0,958 g/cm?
Yogunluk 20,950
Oxidation Induction Time 200°C
3 Tepmudeckas YCTONUMBOCTb 1SO 11357-6 56 min
Isil Kararlilik >20
Hydrostatic Pressure Test 80°C 165h Passed
4 TuapoctaTieckoe ConpoTMBneHne 1SO 1167 Mpowen
Hidrostatik Dayaniklilik 5,5 Mpa Gegti
Dimensional Check Passed
5 rabaputHoe uamepeHue 1SO 3126 23°C Mpowen
Boyutsal Kontrol Gegti
Electrical Resistance NTG Specifications NTG Specifications
6 O3nekTpoconpoTusneHue NTG XapakTepucTuka NTG Xapaxrepuctuka 0,95 Ohm
Elektrik Direnci NTG Sartnamesi NTG Sartnamesi
Surface Condition / Marking Check NTG Passed
7 KoHtporib MoBepxHOCTM 1 MapkupoBku e 23°C Mpowen
Yiizey ve Markalama Kontrolu Specification Gegti

The results according to test 1 - 3 are taken from the PE raw material supplier's report.
Pesynbtathl Tecta Ne 1 - 3 B3aTbl U3 OTYETa NOCTaBLUMKa ChIpbS.

1 - 3 arasi test sonuglari PE hammadde Ureticisinin raporundan alinmistir.

The results according to test 4 - 7 are taken from the internal test results of fittings sampled from the same batch as delivered fittings.
PesynbTathl Tecta N2 4 - 7 ykasaHHbI COrnacHoO pesynbTatam uUcnbiTaHWii 06pasLoB (PUTUHIOB, BbIGPaHHbIX 13 JaHHON NapTuu.
4 - Taras! test sonuglari sevk edilen partiden alinan numunelere kendi laboratuarlarimizda yapilan testlerin sonuglaridir.

The pass/fail criteria are based on the requirements of the EN12201, AS/NZS 4129 Standards.

TecTbl NpoBefieHbl Mo cTaHaapTam B pekoMmeHzaumn EN12201 n AS/NZS 4129.
Test sonuglari EN12201 ve AS/NZS 4129 standartlar gereklilikleri referans alinarak elde edilmistir.

This document has been issued by EDP and is valid without signature.

HacTosiwwmin AokymeHT 6bin caenaH B anNeKTpoHHOM BUae v umeet cuny 6e3 nognucy.

Bu dokiiman bilgisayar ortaminda hazirlanmis oldugundan imzasiz gegerlidir.

NTG PLASTIK SAN.ve TiC.A.S.
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